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KUMHO PETROCHEMICAL

#45-25

Seongam-dong

Nam-gu

ULSAN  680-140

KOREA

To:

The following merchandise was submitted and identified by the client as :

Product Name :                  MIB MIB C

SGS File No. :         AYAA10-09754

Item No./Part No. : N/A

Received Date :                  March 17, 2010

March 18, 2010Test Performing Date :                 

Test Results :                  For further details, please refer to following page(s)

SGS Testing Korea tested the sample(s) selected by applicant with following resultsTest Performed :

SGS Testing Korea Co. Ltd.

Jeff Jang / Chemical Lab Mgr

 Pluto Kim

 Cindy Park/ Testing Person
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Sample No. : AYAA10-09754.001

Sample Description : MIB MIB C

Item No./Part No.    : N/A

Material is HIPS.Comments :

Heavy Metals

Test Items Unit Test Method MDL Results

0.5With reference to IEC 62321:2008, ICPmg/kgCadmium (Cd) N.D.

5With reference to IEC 62321:2008, ICPmg/kgLead (Pb) N.D.

2With reference to IEC 62321:2008, ICPmg/kgMercury (Hg) N.D.

1With reference to IEC 62321:2008, UV-VISmg/kgHexavalent Chromium (Cr VI) N.D.

Flame Retardants-PBBs/PBDEs

Test Items Unit Test Method MDL Results

5With reference to IEC 62321:2008,  GC-MSmg/kgMonobromobiphenyl N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgDibromobiphenyl N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgTribromobiphenyl N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgTetrabromobiphenyl N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgPentabromobiphenyl N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgHexabromobiphenyl N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgHeptabromobiphenyl N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgOctabromobiphenyl N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgNonabromobiphenyl N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgDecabromobiphenyl N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgMonobromodiphenyl ether N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgDibromodiphenyl ether N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgTribromodiphenyl ether N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgTetrabromodiphenyl ether N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgPentabromodiphenyl ether N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgHexabromodiphenyl ether N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgHeptabromodiphenyl ether N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgOctabromodiphenyl ether N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgNonabromodiphenyl ether N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgDecabromodiphenyl ether N.D.

(1) N.D. = Not detected.(<MDL)

(2) mg/kg = ppm

(3) MDL = Method Detection Limit

(4) - = No regulation

(5) ** = Qualitative analysis (No Unit)

(6) * = Boiling-water-extraction:  

        Negative = Absence of CrVI coating  

        Positive = Presence of CrVI coating; the detected concentration in boiling-water-extraction 

        solution is equal or greater than 0.02 mg/kg with 50 cm2 sample surface area.

NOTE:
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Sample No. : AYAA10-09754.001

Sample Description : MIB MIB C

Item No./Part No.    : N/A

Material is HIPS.Comments :

Halogen Contents

Test Items Unit Test Method MDL Results

30With reference to  ASTM D 7359-08 , ICmg/kgBromine(Br) N.D.

Picture of Sample as Received:

(1) N.D. = Not detected.(<MDL)

(2) mg/kg = ppm

(3) MDL = Method Detection Limit

(4) - = No regulation

(5) ** = Qualitative analysis (No Unit)

(6) * = Boiling-water-extraction:  

        Negative = Absence of CrVI coating  

        Positive = Presence of CrVI coating; the detected concentration in boiling-water-extraction 

        solution is equal or greater than 0.02 mg/kg with 50 cm2 sample surface area.

NOTE:
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Testing Flow Chart for RoHS:Cd/Pb/Hg/Cr /PBBs&PBDEs Testing6+

Adding 1,5-Diphenylcarbazide

for Color Development

Sample Measurement 

DATA

GC/MS

Solvent Extraction 

  of the Sample

Clean-up with Florisil 

Column

Concentration/Dilution 

of Extraction Solution

A Red Color Indicates

 the Presence of Cr6+

Confirm

with UV-Vis

Filtration 

Cd/Pb/Hg CrPBBs/PBDEs

Mechanic_Sample

Sample Measurement 

Acid Digestion with 

Microwave/Hotplate

Filtration

Residue

Total Digestion

 ICP-AES/AAS

Sample Measurement

Adding Extraction Solution

Metallic Material

UV-Vis

DATA

DATA

Mechanic_Sample Mechanic_Sample

6+

Filtration and pH Adjustment

Heating to 90~95°C
     for Extraction

Nonmetallic Material

Adding 1,5-

Diphenylcarbazide

for Color Development

Mechanic_Sample

Sample Measurement

Spot Test / Boiling 

Water Extraction

DATA

Cr 6+

The samples were dissolved totally by pre-conditioning method according to above flow chart for Cd,Pb,Hg.

      Operator              Dami Yeom

      Section Chief      Jeff Jang

(1) N.D. = Not detected.(<MDL)

(2) mg/kg = ppm

(3) MDL = Method Detection Limit

(4) - = No regulation

(5) ** = Qualitative analysis (No Unit)

(6) * = Boiling-water-extraction:  

        Negative = Absence of CrVI coating  

        Positive = Presence of CrVI coating; the detected concentration in boiling-water-extraction 

        solution is equal or greater than 0.02 mg/kg with 50 cm2 sample surface area.

NOTE:
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 Flow Chart for Halogen Test

Weigh the samples into the combustion boat.

Analyze absorbed solution using Ion Chromatography.

Admit O2 gas or O2 +Ar2 gas and start the combustion.

Add absorption solution into the bomb or tube.

Sample screening using XRF.

Liquid containing water(>80%)?

Dilute

 the solution

(EPA300)

No

Yes

Allow during absorption of the burnt gas.

*** End ***

(1) N.D. = Not detected.(<MDL)

(2) mg/kg = ppm

(3) MDL = Method Detection Limit

(4) - = No regulation

(5) ** = Qualitative analysis (No Unit)

(6) * = Boiling-water-extraction:  

        Negative = Absence of CrVI coating  

        Positive = Presence of CrVI coating; the detected concentration in boiling-water-extraction 

        solution is equal or greater than 0.02 mg/kg with 50 cm2 sample surface area.

NOTE:
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