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Al A& 15 (REPORT NO.) :RT23R-50274-005-K 2t QI X} (DATE) : 2023. 01. 19.
A2 EA (A|R20 CHTE MMt HEE ofeiet &=

(SAMPLE DESCRIPTION) (The following submitted sample(s) said to be)

MEYH/gA : GP 125 EB

(NAME/TYPE OF PRODUCT)  (GP 125 EB)

& : GPPS

(NAME OF MATERIAL) (GPPS)

ANRDIHS : RT23R-50274-005

(SAMPLE ID NO.) (RT23R-S0274-005)

NE MAXYS SR @32 Meae

(MANUFACTURER/VENDOR) (Kumho Petrochemical)

ANE2™H LRt : 2023.01. 11.

(SAMPLE RECEIVED) (Jan. 11, 2023)

Al LRt : 2023.01. 11. ~ 2023. 01. 19.

(TESTING DATE) (Jan. 11, 2023 ~ Jan. 19, 2023)

Al E : O] AlEEE M| CHE HO|X| E&2

(TEST METHOD) (Please see the following page)

Al d Lt : O] AlREH Mol CHE mo|X| &

(TEST RESULT) (Please see the following page)

H| D (Notes): 1. O] A|RMEEANE HAIE AE S AIRHEOZ AlYst ZOtZA |A CHAAIRO H8E 5= S,

(The test results presented in this report refer only to the object tested.)
2. O] Al EHE M= 530 =2A AFEE 38

(This report shall not be reproduced except in full without the written approval of the testing laboratory.)

S 9IX}t (Approved by) SR (Authorized by)
EEVHEET EEEST
(Jade Jang / Lab. Technical Manager) (Bo Park / Lab. General Manager)
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Al Ed™ A RIS (REPORT NO.) : RT23R-50274-005-K 2FSH QI X} (DATE) : 2023. 01. 19.
A2 RMS (SAMPLE ID NO.) : RT23R-50274-005
A|2 Y (SAMPLE DESCRIPTION) : GP 125 EB
(GP 125 EB)

Al = Che| A aA=oHA Al 4t

(TEST ITEM) (UNIT) (TEST METHOD) (MDL) (RESULT)

7tE& (Cadmium, Cd) mg/kg With reference to 0.5 N.D.

IEC 62321-5 Edition 1.0 : 2013,
4t (Lead, Pb) ng/kg by acid digestion and s N.D.

determined by ICP-OES

With reference to
A O IEC 62321-4 : 2013/AMD1 :
T= (Mercury, He) ma/kg 2017, by acid digestion and 2 N.D.

determined by ICP-OES

With reference to
IEC 62321-7-2 Edition 1.0 : 2017,

67t 3 & (Hexavalent Chromium, Cr 6*) mg/kg by alkaline/toluene digestion 8 N.D.
and determined by UV-VIS
Spectrophotometer

E2|2E3H|H 'Y (Polybrominated Biphenyls, PBBs)

E222HHY (MonoBB) mg/kg 5 N.D.
CIO|E 2 X H|H|Z (DiBB) mg/Kkg 5 N.D.
Ezto|222H|H Y (TriBB) mg/kg 5 N.D.
HEZIEZ D H|H 'Y (TertaBB) mg/kg With reference to 5 N.D.
HEIE2 22 H|H Y (PentaBB) mg/kg IEC 62321-6 Edition 1.0 : 2015, 5 N.D.
SIAIEZ 2 H|H|'Y (HexaBB) mg/kg by solvent extraction and 5 N.D.
SIEFE 2 D H|H'Y (HeptaBB) mg/kg determined by GC/MS 5 N.D.
SEIEE2DH|I 'Y (OctaBB) mg/kg 5 N.D.
L1222 H|H 'Y (NonaBB) mg/kg 5 N.D.
7222 H|H d (DecaBB) mg/kg 5 N.D.
Z8|EESICIH ZHEHZ (Polybrominated Diphenyl Ethers, PBDEs)

D200 Y0HZ (MonoBDE) mg/kg 5 N.D.
Cio|E 22 C|H| 2 0B 2 (DiBDE) mg/kg 5 N.D.
EZlo|E2 2 C|H Z0E 2 (TriBDE) mg/kg 5 N.D.
HEE2ZC|H ZO0H 2 (TetraBDE) mg/kg With reference to 5 N.D.
HEIH 2RO Z0H 2 (PentaBDE) mg/kg IEC 62321-6 Edition 1.0 : 2015, 5 N.D.
AANEZRCH 2B Z (HexaBDE) mg/kg by solvent extraction and 5 N.D.
$Et2 2 2 0|1 OB 2 (HeptaBDE) mg/kg determined by GC/MS 5 N.D.
SEIEZR2C)H EHHZ (OctaBDE) mg/kg 5 N.D.
LLE 20 Y0 H 2 (NonaBDE) mg/kg 5 N.D.
HZ7tE 22 C|H Z0|H 2 (DecaBDE) mg/kg 5 N.D.

Tested by : Jooyeon Lee, Chano Kim, Hayan Park

Notes: mg/kg = ppm = parts per million (2} & HEA| . BiOFE O Q)
<=Llessthan (21} 4t O[5}
N.D. = Not detected (< MDL, O|AZ= - HAETHA 0|5}
MDL = Method detection limit (AZ=¢HA|)
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